






Coating Thickness Test
Coating thickness is measured and 

plotted every hour.

ASTM D3359 
Crosshatch Test

Hourly crosshatch testing is completed 
per ASTM D3359 to test coating adhesion.

PCI#8 Solvent Cure Test
Solvent testing per PCI#8 is completed 

hourly to test for complete cure.

Automated 
Chemical Test

Pretreatment chemicals 
are monitored and added 
automatically but titration

 is checked manually 
twice per shift.

System Titration Test
Ph levels are checked twice per shift as 
part of the pretreatment titration check.

Cure Oven
Temperature Test

Cure oven air temperatures and part 
temperatures, during the cure process, 

are monitored frequently to ensure 
proper curing of powder coating.


